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SHANDONG HENGSHENG PROTECTIVE PRODUCTS CO., LTD .

MIDDLE OF MINGJIA ROAD, QIHE COUNTY,DEZHOU CITY, SHANDONG PROVINCE, CHINA   POST CODE: 

251100

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC PROFILE .

SGS Job No. : TP20-005378 - TJ .

Buyer :. JINAN HENGSHENG NEW BUILDING MATERIALS CO.,LTD .

Manufacturer : . SHANDONG HENGSHENG PROTECTIVE PRODUCTS CO.,LTD .

Date of Sample Received : . 29 Jul 2020.

29 Jul 2020 - 06 Aug 2020 .Testing Period : .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

GB 18586-2001- Volatile matter（VOM）. PASS.

Reabeca Zhou.

Approved Signatory . . .

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd..
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Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Description.

SN1. TSN20-013496.002 brown sheet.

Remarks :

                 (1) 1 mg/kg = 0.0001%

                 (2) MDL = Method Detection Limit

                 (3) ND = Not Detected ( < MDL )

                 (4) "-" = Not Regulated

GB 18586-2001- Volatile matter（VOM）.

Test Method : . According to GB 18586-2001 Clause 5.5. .

MDLTest Item(s). Limit. Unit. 002.

Volatile Matter (VOM) . ★. g/m². - 5.2

Notes :.

★= See attached Table .
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Sample photo: .

TSNEC2001349603

TSN20-013496.002 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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